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Sample Name 

Product Specification 

Material and Mark 

: METAL ROOF CLAMP 09 

: SR-MRH-09 

: AL6005 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
Date of Receipt  : Apr 08, 2020 

Testing Start Date : Apr 08, 2020 

Testing End Date : Apr 17, 2020 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

Signed for 
SGS-CSTC Standards Technical  
Services Co., Ltd Xiamen Branch 
Testing Center 

Hank Li 
Authorized signatory 

CUSTOMER NAME: SUNRACK SOLAR CO., LTD

ADDRESS: NO. 333 QIMEN ROAD, SHUSHAN DISTRICT, HEFEI, 
ANHUI 230071, CHINA
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Pull test: 

Test method: according to the client’s requirements, fix the sample on the test machine. Apply the pull 

force as a rate of 5mm/min till destruction or pull out. Determine the maximum force. 

Test Result: 
Test item  Maximum force (N) 

Pull test 11390 

Test curve: 

Force-displacement curve 
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Test Photo: 

The assemble before test  Before test 

During the test After test  
******** End of report******** 


